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1ORD.ORD

In November 1968 as part of the planning for an informal conference

session to be held at the January 1969 meeting of the Highway Researel'h

Board, Mr. Howard H. Newlon asked Mr. Bryant Mather to prepare a discussion

on "l veloz.m.ts In Specifications and Control." The session was entitled

"Alkali-Oarbonate Rock Reactions Revisited" and was intended to update the

state-of-the-art as it had been reviesied in 1964 and !rabl shed in HR Record

o. 45. The discussion took place on 13 January 1969. In August 1971,

Mr. Newlon' s successor as chairman of the HRB Comnnittee on Chemical AspectsUi
of Concrete Durability (A2-E2), h2r. Carl F. Crumpton, reqaested Mr. Mather

to update his notes from the 1969 discussion for consideration for publica- 4
tion. On 29 September 1971 the manus cript iyes submitted to OCE for clearance -

A
and was cleared on 19 October. It har been saubiitted tu Mr. Crmpton for

consideration by tIIB,

The work reported in this p-apor was aceomplCished, in part, under OCE

Civil Works Investigations Engineering Studies Item 603, "Cement-Aggregate

Reaction."

Directors of the IES during the preparation of this paper wore

COL Levi A. Brown, CE, and COL Ernest D. Peixotto, CE. Technical Diractor

was Mr. F. R. Browm.
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LDEVLOPHE IN SPECIFICATION AND CONTROL*

by

Bryant ?R~erW

At the Osrd Anual Hoeting of tbe HRB in 1964, thl Symposium on alkali-

carbonate rock reactions was held--which later was the basis of Highway
Reseprci Record No. 45, containing 15 reports and bibllo-raphy. The biblio-

grapir listed 56 items. In so far as these dealt with 3pecifications and

contr4 they generally i. plied that aggregates of the sort that participated

In the deleterious alkali-carbonate rock repction should not bu. used. Pre-

sumably such exclusion would be based on ervi cc- record if standard accoptance

tests failed to yield a basis for rejection when results of such tests were

compared with criteria such as those given in ASTM C 33. Indeed, the early

I work of Swanson (1957) an the rock from Kingston was presented primarily in

j terms of the fact that the rock had, by service xrcord, been shcarm to be

j associated with deolterious exparsion of someto bu would not 'be detected

I t and OLassed as uncceptable by then current LSTI crit.ria. The work of Lemish

and cssociates in Tow.,beginrAng in 1957, sas largely assocvated with exprlcin.

ing the unsatisfactory serrico of concrote rade using certain soaacs of

carbonate rock aggregateu,

Swe; )n and Gillott (1960) reported that the use of a cac-'ZO of w.ffici-

ently Low alkali content appeared to have provid a satisfactory solution in

*For presentation at Conferc.ce Session on "Alkali-Carbonate Rock Rvactiors
Rovisited," Session No. I. 48th ,nnual Meeting, HRB, 2:00 P4, 13 Jannary 1969.

**ChieZ, Concrete Dlvision, TJSAB Waterays EkparfrMont Station, Jackst,
Mississippi, 39205



the Kingston area. Hadley (1961) proposed the de-dolomitization reaction

and petrographic criteria for the recognition of zypes of rock that were

capab3.e of participation therein,

Newion and Sheored (1962) reported results of a survey throughout

Virginia in which rock from seven quarries was found to expand more than

0*2% in the rock prism test.

This essentially was the state-of-the-art with regard to specification

and cQntrol in 1963 before the symposium.

In IR Record 4, we find Hailey writing (pago 16) "simple test methods

have been developed which permit rapid id-mtification of expanding rocks and

indicate their general level of reactivity." Swenson and Gillott, under the

heading "Rucommeded Field Practice" (page 25), reiterated that expansioL

will be reduced bO 'safe' valuer if the alkali content of the cement is held

to 0.15 or less 1a" equivalent. They also sugges dilutiots, attention to

joints, and other detils. Lemish and lHoore indicated progress in detecting

the features of rocks that are associated with poor servicea, Axon and Lind

pointed out difficulties in correlating petrofaphlc and performance data and

report that rock from one quarry was not approved because the concrete showed

j excessive ec.pansion but none had yet been rejected because of expansion in

p the prism test. Peter &iith presetted the results of his experience in

"Learning to Live With a Resctive Carbonate Rock." The precautions required

included: (1) Selective quarrying and removal of uncceptablo material based

on service records at 1 tests to r age of 84 days with an expa'ision of 0.05%

or moro in a concrete prism made using a cement with more than 1.1% alkalies.

2
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(2) A vapor barrier was install.ed bilow the pavement. (3) Expansion Joints

were provided to a greater extent t',n normally done. Newlon and Sherwood

suggested dilution and redction of igment alkalies to O,40% maxiram in some

cases. They proposed an expansion in concrete of 0.03'percentage point.s above

the control as indicative of rea tive eggregate.

Si-ce 1964 there has been considerablu progress in various agencies.

In ASMT Ccittee C-9, the rod: prism test has been standardized and

published as Designation: C 586-66T. This says-with a vr.riety of qualifying

ca~uts-that a rock prim that expAnds more than 0.10 percm. & is reactive

rock. A 1.tter ballot was canvassed cn 10 Januuy 1969 on advancing this

M:ethod to stvndard*.

At, the 1,st meeting of Subcormittee II-b of C-9 (December 1968), there

was discussion of publication of the results of a cooperative study of the tze

of the mortar-bar test (C 227) on reactive carbonate aggregates. References

are now included ir- 1 227* reg,-ding the lower level of expansion found when
this tor'o is used on ..-ative carbonate rocks as contrastf~d with the higher

lev.-s obtained when used with an equally rev.4tive silieous roc-k._

In~ Decv;bor 1968,9 Coniittee -9 accepted, subject to letter ballot; a

revision of the specifictions for concrete aggregate 0 33 setting, for the

first tin , critiria on reactive carixnate rrvckn; in the ASTM~ aggregate spetnl-

fications. This, in effect, says a r(-active carbonate rock is one that shws

0.1% or more exponsion in 81 days or ,'-"s Since this proposal was not

approved on the letter ballot, the provisi'ns mentioned do not now appear in

C 23. They are, therefore, given belor:

*1ow C 586-69 (effoctAivo 3 Octobar 1969).

*C 227-69 is the current version.

3
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The Subcommittee opproved, subject to letter ballot, the following revisions
to the "Standard Specifications for Concrete Aggregates," Designation: C 33-67:

10.1.15 Reactive Aggregates: add "ASTM Method C 586-6T, Tentative Method
of Test for Foential Reactivity of Carbonate Rocks for Concrete Aggregates
(Rock Cylinder Method)."

Appendix, A1.1s preface the existing test with the following:

"Two types of alkali reactivity are recognized: (1) an alkali-silica
reaction involving certain rocks, miner 'us, and artificial glasses, and
(2) an alkali-carbonate reaction involvug some carbonate rocks, usually

Icalcitic dolomites and dolomitic linesto-nes."

Appendlx=, Alol.l: =nend .he first sentencm - read, "Certain siliceous
I materials are known to be reactive with the kalies in cement*"; add the

follcting paragraph to the section:

"Fine-grained dolomites, calcitic dolomites, or dolomitic limestones,
especially those in which the dolomite crystals are enclosed in a matrix
of clay and finely disseminated calcite, should be considered potentially

ialkali-reactive."

Add the following section to the Appendix:

"NAI.I.5 ASq1 Method #, 586, i cntative Method of Test for Potential
I Reactivity of Carbonate Rocks for Concrete Aggregates (Rock Cylinder
IMethod) Rock types repr.sented by specimens expanding 0.1 percent

in 84 days or less of imirsersion in IlaOH solution should be considered
suspect, ad their performancc in concrete evaluated."

Vbamhile, in the Corps of Digineers, steps wero being taken to revise

"Appendix II" on "Evaluating Reactive Agregates" in the Engineer Manual

a 1110-2-2000, "Stendard Practice for Concrete." This appendix, as adopted

in 1965, covered only naterials capable of participation in the alkali-silica

N reaction. Thf jvisions were begun in 1967, modified in draft in 1968 (end

the Manual is scheduled for pWublication including the reviscci Appendix II

in 1971). Since this docunent has not been widely circulated, it is givenI
belou:

N
a



APPENDIX 11:

EVALUATING RRA(ITIVE AGGREGDATES5

AAL-ILICA REACTION

1. CRITERIA FOR REXJOGNITIN OF POTENTIALLY D~ETEIOUS CONSTITUENTS IN

3AOMRBATE. Detailed criteria for the recognition of potentially deleterious

siliceous constituents in aggregates are given in ASTM Ps (see ref

/~b). These may be sumarized as follows:

a. Oa. Opal may occur in igneous, sedimentary, or metatorphic rocks;

in vtins, cavity fillings, or linings; as a replacement as in petrified wood;

or as the cementing material of sandstone. Opal consists of amorphous silica

vith varyim amounts of water; its index of refraction is usual.ly about 1.45,
seldom h 6her than 1.116 or lo-rx than 1.o0.

b. Chalce.or. Chalcedony is most frequently found as a constituent of

chert either vhin the chert is included in a carbonate rock or makes up sand

and gravel particlez. Chalcedony consists of material having the properties

of qurtz except that it has a lower specific gravity; its index of refraction

is lower than the lo-;est index of quartz (1.I11).

c. TridN.mite and Cristobalita. These are high-temperature crystalline

forms of silica found in igneous rocks such as andesite and rhyolite.

d. Acid end Thtrnediate Volcanic Glass. Acid glasses contain more than

65% silica; intermediate glasses contain batir.en 55 nd 65%. Glasses with

more than 5% silica generally have an index of refraction lower than 1.57.

2. RELIABILITY JF I-I0ODS. The folloing test methods are included in

reference 2b(l) of the main text*,

*Handbook for Concrote and Cr-nit, l'aterrays &:poerinacnt Station, Vicksburg, Miss.



CRD-C 123 Method of Test for Length Change of Mortar Bars C.ased
by Reactivity of Aggregates with Alkalies in Portland
Cemett (= AST C 227)

CRD-C 127 Method of Petrographic xamiunation of Aggregates for
Concrete (- ASTI C 295)

CRD-C 128 Method of Test for Potential Reactivity of Aggregates

(Chmical Method) (- ASTM C 289)

In spite of improvements in the available test methods which have resulted

from conthicing research and development, none of the available mews of

evauation can be relied upon independently, or collectively, to provide

an unquestionably positive answer to the problem of potentially harmfl

reactivity of an aggregate *hose constituents include materials capable of

reacting with the alkalies in portland cement. The results of petrographic

examinat.ion with corroborating evidence from the mortar-bar tests are con-

j sidered the most reliable means of evaluating potential reactivity. It may

I be anticipated that because interpretation is involved in using the results

I of petrographic exroinations and because the mortar-bar test is not as repro-

I ducible as would be desirable, contradictions will somatiniies occur betw-eenI the indications yielded by the two methods. It is for this reason that results

S from the two methods should be considered together. Spurious resmi.ts are

possible with the chemical test iffien certain substances are present in the

aggregate being tested. The test, however, can be of value when interpreted

Iin the light of petrographic data and should be used together with the

results of petrographic exe'.ination. The main value of the chemical test

lies in the early availability of results. Finally, all three of the methods

E must be considered as indices that provide inforinattion to %iich engineering

Iu
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judgwnt must be applied in arriving at a rational solution of the problem

of potential reactivity as it relates to any particular aggregate. All I
possible information including geological appraisal of a source, service

r erds 'when they can be dependably established, and x esults of tests and

petrographic examination are essential to a proper solution of the problem.

3. CRITERIA FOR EVALUATING POTETIL REACTIVITY. I
a. General. The fine and coarse aggregates for use in any given con- j

crete mixture will be evaluated separately for potential reactivity regardless6 1

of whther or not they come from the same or from different sources.

b. Petrographic Results. A fine or coarse aggregate vill be evaluated
1

as potentially deleteriously reactive if the petrographic cx-ination reveals

S any of the following:

(1) The presence of any opal.

1(2) 1ore than 5% chert in uhich tny chlcedony is detected.

(3) More then 3% glassy igneous rocks in rhich any zcid or internedi-I!

jate glass is detected.

c. Portar-Bar Results. A fine or coarse aggregate will be evaluated asI |
I potentially deleteriously reactive if mortsr bars na4e wrdth cament containing '

not less than 1.0% alkalies calculated as NaZO shor nor than 00.!; exp-nsion

at one ye=a, or m~ore than 0.05% e xinat six no-ithas. Anty set of nrortar
bars that show on average cxpunsion of 0.10% or ruore at mny age should be
regarded as having manifestd excessive ek-pansion, and the cobination of

materials used in mak3mg then should be regaded uith wispicion. Sets of

specimens shoig, mn average m onsion of nor than 0.05% at six nonths but

_- I



less than 0.10% at one year may usually be regarded as having been made

with aggregates that'are not deleteriously reactive. When the average

expansion is close to these limits, assistance in evaluating its signifi-

cance may be obtained from the slope and trend of the time-length change

curves*

d. Quick-Chemical Results. A fine or coarse aggregate will be evalu-

ated as potentially deleteriously reactive if the data point for it falls

to the right of the line on the graph given in the test method.

e. Service Record. A fine or coarse aggregate will be evaluated

potentially deleteriously reactive when service records establish that

deleterious reactions have occurred in a structure in wh ch the aggregate

has been used. As indicated in paragraph 2, none of the laboratory methods

can be relied on independently or collectively to provide an unquestionably

positive indication of potentially harmful reactivity; consequently, service I

I record data are of critical importance when they cmi bo obtained. Every j
effort should be macte to obtain data on performance in service of the aggre-

gatos in question, especially iTlth cements of high-alkali content, and

desirably in concrete exposed to similar conditions to those to uhich the

proposed work will be exposed.

f'. Blended Aggregates. In the event the coarse or fine aggregate

for a project will be composed of a mixture of materials from two or more

sources, the combined fine or combined coarse aggregate, in the grading intended. i

for use, will be evaluated for potential reactivity. For the criteria applica-

ble to the results of petrographic examination, the estimated amounts of



potentially deleterious constituents present will be calculated by the

method of weighted averages on the basis of the combined grading of the

fine or coarse aggregate proposed for use on a project. For *he mortar-

bar test, the aggregate for use in the mortar shall be graded as prescribed

in the test method. Vlhere fine aggregate is to be composed of a blend of j

materials from tvo or more sources, each sieve fraction used in the test

grading for mortar bars shall include material from each source proportional

to the contribution of each source to the total amount of material in that

size fraction of the job blend. For coarse aggregates, the crushed material

from which the test grading for mortar bars is prepexed shall include all I
the rock types occurring in the aggregates ihich vill compose the job coarse

aggregates in approxhnately the sFejii proportions as they iI (>ccur in the

job coarse aggregates. Similar procedures are applicable to selection and

I treatment of samples for the quick-chemical test. i

. ApJ1J.cation of Criteria. It is preferable to have evaluations of

each fine aggregate and each coarse Prgregtcbe bascd on service record, I
petrographic examinatior, mortar-btr tests, tand quick-che-ical tests. The

decision as to fether en aggregate is potentially deleteriously reactive or

not is readily made when all of the evaluations agree; hoaever, as pointed

E out in paragraph 2 such irill not always be the case. The criteria ill.,

therefore, be applied as follous: The use of "low-alkali" portlznd cement

meeting the roquirements of Federal SpeciLication SS-C-192 shall be required

Venever. ei-ther the fine aggrgate or the coarse aggregate is evaluated as

poteatimlly deleteriously reactive either by servi.ce record, by petrographic

I9



examination results, or by mortar-bar test results. When service-record

evaluation and mortar-bar evaluation are not available, the cement shall J
be low alkali whenever either the petrographic or the quick-chemical evalua-

tions indicate potentially deleterious reaction. The evaluation as deleterious

by the quick-chemical test may be disregarded only if evaluations as not

deleterious are available from at least two of the three other methods of

evaluation. When conflicting or inconclusive evaluations are obtained and

time permits, new samples should be obtained and check evaluations made.

When reasonable doubt exists, "low-alkali" cement should be required.

4. LITERATURE REFEZ2CES. The following is a selected list of references

on the subject which will be of interest and value in connection with appli-

cation of the criteria established hereby:

a. Lerch, William, "Chemical reactions." American Society for

Testing lMaterialsSpecial Technical Publication, No. 169 (1955), pp 334~-345.

b. Hather, Bryant, "Petrographic identification of reactive

constituents in concrete aggrogate." Proceedig, erican Society for

Testin g Naterials, vol 48 (194+8), pp 1120-1125.

c. Mielenz, R. C., "Evaluation of the quick chenical test for

alkali reactivity of concrete aggregate." i hwy esearch B3oard Bulletin

No. 171 (1958), pp 1-15.

d. U. S. Anry Engineer Waterways ftperiment Station, CE. jests

for Chemical Reactivity Between Alkalies and Aggro ateLAuick-Chemical Test

and hortar-Bar Test. Technical INmorandum No. 6-368, Report Nos. I and 2,

August 1953 and September 1956, respectively, Vicksburg, Miss.
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ALKAI-CARBONATE ROCK REACTIONS

5. GEERAL STATMENT. The results of studies that have been reported indi-

cate that four types of alkali-carbonate rock reaction may be recognized in

concrete. A thorough reviev of research through 1964 is contained In

i reference 8f. It is possible that future work will show that some of these4

are merely different manifestations of the same reaction, shown by different

rocks under a variety of circumstances. The four types of reactions are

discussed belowg:

a. Reactions Tnvolving _Non Dolonitic Carbonate Rocks* Some rocks

which contahi little or no dolomite may be reactive (ref 8a, b). Te

4.

reaction is characterized by reaction riis ohich are visible along the

borders of cross sections of aggregatn particles; etching these cross-

sectional surfaces with dilute hydrochloric acid reveals that the rims are

negative' rims; that is, the reaction rbi zone dissolves more rapidly thanr-

the interior of the particle. The evidence to date indicates that the

reaction is not hamlul to concrete and may even be beneficial.

- tciosInoli

, ecinDnvli[ olomite or hl.v.Dolomitic Carbonate
Rockr, The reaction of dolomite or highly dolomitic aggregate particles in

concrete has been reported (ref 8c). The reaction as characterized by

visible reaction rk-s on cross sections of the aggreaate p,,rticles. Uiea
these cross-setional areas of agreate particles wcre etched with acid,

the rinced area dissolved at the s.mtue r kas the no i 5 mh d rea. No

evidence wadfret e statons reaction . dam r to concreter.

roksunera aret o frumtace *Th fu tpe o racioslr
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c. Reactions Involving Impure Dolomitic Carbonate Rocks. The

rocks of this group have a characteristic texture and compo)sition. The

texture is such that larger crystals of dolomite are scattered in and sur-

rounded by a fine-grained matrix of calcite and clay. The rock consists

of substantial amounts of dolomite and calcite in the carbonate portion,

with significant amounts of acid-insoluble residue consisting largely of

clayo Two reactions have been reported with rocks of this sort, as follows:

(1) Dedolomitization Reaction. This reacion is believed to

h.ve produced harmful expansion of concrete (rf 8d). Magnesium hydroxiae,

brticite, (4g(OH)2), is formed by this reaction; its presence in concrete

vhi,' has exppan--d end -which contains carbonate aggregate of the indicated

textare and composition is strong evidence that this reaction has taken place.

(2) RimSiicification Reaction. This reaction is not definitely

known to be damaging to concrete, although there are some data which suggest

that a retardation in the rate of strength developniint in concrete is associ-

ated vith its occurrence. The reaction is 0h-aacterized by enriclent of j
silica in the borders of reacted particles (ref Be). This is seen as a

positive or raised border at the edge of cross-sections of reacted particles

after they have been etched in dilute hydrochloric acid. Reaction rmas m ay

be visible before the concrete surface3 are etched.

Fortunately, ca-rbonate rocks that contain dolomite, calcite, and insoluble

material i the proportions that cause either the dedolomitization or rim-

silicification reactions are relatively rare in natire as major constituents

of the ithole product of an aggregate source.

12
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6. CRITEIA FOR RECOGNITION OF POTENTIALLY HARMFULLY REACTIVE CARBONATE

-OCKS. These criteria serve to indicate those dolomitic ciarbonate rocks

capable of producing the dodolomitization or rbi-silicfication reaction.

Since the reactions generated by some very dolomit±c or by some r jndolomitic

carbonate rocks are not kni-n to be hamfUl to concrete, no attempt is made

to provide guides for recognition of these rocks at this time.
a. 'When petrographic erenminatiois are made according to CRD-C 127

of quarried 'arbonate rock or of natural gravels containing carbonate-rock

particles, adequate data concerning texture, calcite-dolomite ratio, the

amount and nature of the acid-insoluble residue, or some combination of I

these parameters will be obtained in order to recognize patentially reactive !I
rock. Rocks Asrociated with observed expansive dedolomitization have been

found to be characterized by fine grain size (goneraDly 50 microns or less)

with the dolomite largely present es small, nearly euhedral crystals generally

scattered in a finer grained matrix in which the es1C.oe is disseminated.

The tendoncy to expansion, other things being eqlal, appears to increase with

increasing clay con'tent from about 5 to 25% brl ,weight of the rock, and

also appere's to increase as the calcite-dolowite ratio of the carbonate

portion approaches. 1:1,

. Saipes of rock recognized as potentially reactive by petro-

graphic examnation will be tested for length change during storage in

al3.k; li solution in accordance iwith CRD-C M16 (AS3TH Desienation: C 586).

Rock characterized by ex>pansion of 0.1% or more by or during 84 ifya of

teat by CRD-C 146 shal.l be 71,essified as potetially reactive.
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c. If adequate reliable data are available to demonstrate that

concrete structures cntaining the came aggregate have exhibited deleterious

reactions, the aggregate shall be classified as potentially reactive on the

basis of its service record.
I 7. APPLICATION OF CRITERIA. The application of engineering Judgmenit wiUl

be required in making the final decision as to which rocks are to be classi-

fiei as innocuous and which are to be classified as potentially reactive.

Once a rock has been classified as potentially reactive, the action to be

taken should be as indicated in the following subparagraphs.

a. Avoid use as aggregate of rock classified as potentially
~reactive by appropriate procedures such as selective quarryirg.

b. If it is not feasible to avoid the use of rock classified as

potentially reactive, then specify the use of lo-alkali cement, the minimum

agg'egate size that is econrmically feasible, and dilution so that the

amount of potentially reautive rock does not exceed 20% of the cbarse aggre-

gate, or 20% of the fine aggregate, or 15% of the total aggregate in cases

where there is potontially reactive rock in both the ccpxse and fine aagregate.

c. If it is not practicl to enforce conditions a or b, then the

aggregatr, source which contains potentially reactive rock shall not be

indicated as a source from ihich acceptable aggregate may be produced.

7, LITERATURE REFr-M-C25. The follouMng references contain descriptions

of the various types of alkali-carbonate rock reaction:

a, U. S. Ar" Engineer aterivbays rEn:orient Station, CE,s Atie
Investigations - Milford Dn.i_ Kansas - Exa-iination of Cores from Concrete
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b,- , Investigation of a Reaction Involving Non-
dolomiticUGstn Apgregte in Concrete, by-Aan D. Buck, Miscellaneous
Paper 6-724, Vicksburg.,Mis., Jun -637?61

c_ _ _, Results of Laborato-y Tests and Examinations
of Concrete Core. Carlyle Reservoir Spilwnt, Carlyle, Illinois, by
W. 0. Tynes, . I. Luke, End Be J. Houstcn, Niscellaneous Paper No. 6-,02,
Vicksburg, Miss., March 1966.

d. Hadley, D. W., Alkali reactivii;.y of carbonate rocks--expinion
and dedolmitization. Proceedings, Highway Research Board, vol 40 (ito 61),pp 462-474j 664.

n. Bisque, R. E., and Lemirh, John, Chemical characteristics of
some carbornate aggregate as related to durability of concrete. ffighwa
Research Board Bull. 196, Washzgton. D. C. (1958), pp 29-45.

_. Highway Research Board, "Sym osiun on Alkali-CGarbonate Rock
Reactions." Hiahwa Research Record No. 5, IIRB Publication 1167 (1964).
2441. pp.

Fn.louring the development of the criteria given in the revised Appendix II,

the selection of which ias based primarily on published work done elsevfhere

than in the Corps of Engineers, the Wateriays Experiment Station undertook an

§ investigation having as its purpose the development of data that would verify

or permit rnodification or refinement of these criteria for permissible

expansion, time, wid dilution. This progran, is still in progress.
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